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ISSUE DATE 07/04/2021

PRODUCT H5016D 350 BAR / 5100 PSI ISOBARIC SPIRAL HOSE
BATCH DATE 210325 0021028538

TEST SPECIFICATION IN ACCORDANCE WITH AS 1180.13A & AS 2660

RYCO HYDRAULICS PROCEDURE No. RH - WI - 80

ELECTRICAL INSULATION

Units RYCO SPECIFICATION ACTUAL TEST
MAXIMUM ALLOWANCE ELECTRICAL RESISTANCE
ELECTRICAL RESISTANCE MQ/m 1.0 0.08
RESULT PASS / FAIL Pass

COMMENTS

TEST OPERATOR INSPECTED BY
Muhammad Shahrulnizam Bin Abd 06/04/2021 Mohd Azman Bin MD Arshad 06/04/2021
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