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TEST RIG FLAME TEST CHAMBER

OPERATORS Muhammad Shahrulnizam Bin Abd Rashid

PURPOSE OF TEST FLAME RESISTANCE

TEST STANDARD AS 2660:1991

PART No. H5016D

DESCRIPTION RYCO DIEHARD H5016D 350 BAR /5100 PSI ISOBARIC HOSE
BATCH DATE 210325 0021028538

AFTER FLAME DURATION AFTER GLOW DURATION

(SECONDS) (SECONDS)
1 1 0.0
2 3 0.0
3 2 0.0
4 3 0.0
5 1 0.0
6 4 0.0
AVERAGE 3 00|  pass

PASS/FAIL CRITERIA

Tested in accordance with AS 1180.10B, the average duration of flaming and glowing shall not exceed
30 sec

COMMENTS

ENGINEER

Mohd Azman Bin MD Arshad 09/04/2021
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